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Wear metals indicate possible abnormal wear of plane or journal bearings.

Recommendations and Notes

FocusLab ID

Hours on Unit
Hours on Oil

Bottle ID

Date sampled

All other wear tests and oil condition tests appear satisfactory, and the oil was still serviceable at the time of sampling.
Continue routine sampling interval.
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Condition History

Wear Element UnitMethod
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Samutprakan 10280, Thailand.

Note: Alarm Limits are variable and dependent upon dataset size and to be used as general guideline.

U-Caution
U-Action
Accuracy of interpretation and recommendation are based on representatives sample and information supplied.

:

:

Upper CAUTION Level
Upper ACTION required Level

L-Caution
L-Action

:
:

Lower CAUTION Level
Lower ACTION required Level

First level warning limit in Upper level and/or Lower level
Second level warning limit in Upper level and/or Lower level

No Sign CAUTIONNORMAL: ,or orC : , ACTION requiredorA( first level warning limit ) : ( second level warning limit )

No warranty is expressed or implied for this report.



LubeCheck     - Oil  Analysis  for  Predictive  MaintenanceTM

Page of2 4

Particle count shows oil cleanliness level acceptable.

 5-15   microns
15-25  microns
25-50  microns
50-100 microns
>100   microns

Size Range

>4     microns
>6     microns
>14    microns

FocusLab ID

Hours on Unit
Hours on Oil

Bottle ID

Date sampled

ISO 4406 Result

VPI     Value
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Option Test: Varnish Potential Index      (VPI    ), Testing for Predicting Varnish and Varnish build up
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Recommendations and Notes

 Current Sample Previous Sample

Particle Count                  NAS 1638: Number of Particles Per 100 Milliliter (Counts/100ml)

Particle Count                  ISO 4406:1999: Number of Particles Per Milliliter (Counts/ml)  

Option Test: RUL (Remain Useful Life), Testing for monitoring Percent Remaining Anti-Oxidant (AO)              by ASTM D-6971
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